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Modified nanofibrillated cellulose–polyvinyl
alcohol films with improved mechanical
performance

Sanna Virtanen,*a Jari Vartianen,b Harri Setälä,b Tekla Tammelinb and Sauli Vuotic

In this study chemically surface-modified nanofibrillated cellulose (NFC)was used at low levels (0.5 to 3wt%)

as reinforcement in a polyvinyl alcohol (PVA) matrix. The modified NFC–PVA films prepared by a solution

casting technique showed improved mechanical performance and good optical properties. NFC was

allylated and further epoxidised with hydrogen peroxide. The addition of 1 wt% epoxy-NFC enhanced the

modulus and strength of the pure PVA film, 474% and 224%, respectively. This composite film exhibited

visible light transmittance of 83%. The results also showed that 1 wt% epoxy-NFC loading was beneficial to

improve the crystallinity of PVA. SEM characterization confirmed better dispersion of modified NFC within

the PVA matrix compared to unmodified NFC. The result showed the favourable effect of chemically

modified NFC on the mechanical properties of PVA compared to unmodified NFC as reinforcement.
Introduction

Cellulose is one of themost abundant biomaterials on earth, and
it has been used successfully for the preparation of nano-
composites.1–10 New sources for nanocomposites are micro-
brillated cellulose (MFC) and nanobrillated cellulose (NFC).
These nanoscale elements display high stiffness and strength,
and cellulose hydroxyl groups offer reactive sites for chemical
modication.11–15 There are currently several applications that
serve as promising candidates for industrial scale use. Applica-
tions for ltering, modifying rheology, absorbing water and
enforcing the strength of paper have been described in the
literature.16–18 NFC can form complex networks and has good
mechanical and barrier properties. MFC lms have shown a
potential for food packaging due to their high toughness and
strength with the required oxygen and water vapour barrier
properties. Such results have indeed been reported in the liter-
ature.19–21 High crystallinity of NFC could potentially decrease
the permeability of the lms. However, Fukuzumi et al.15 found
good barrier properties for chemically modied MFC lms, and
similar studies were also reported by Syverud et al.16

Biodegradable polymers (BDP) such as polyvinyl alcohol
(PVA or PVOH) are alternatives, which could replace poly-
ethylene or polypropylene to produce environmentally friendly
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and biodegradable composite materials. It has been reported
that PVA degrades in a microbial active environment within 5–6
weeks.21 Due to biodegradability, water-solubility, excellent
chemical resistance, gas barrier properties, biocompatibility,
good thermo-stability, optical and physical properties,18,20,22,23

PVA and PVA-based composites are used in a wide range of
applications including ltration materials,24 paper coatings,21

mats,25 lms,26,27 and packaging materials.28 However, the low
mechanical strength and integrity of PVA demand the use of
reinforcing agents, for example, carbon nanotubes, cellulose
nanobres and chitin whiskers.29–32 Preparation of bio-
composites based on cellulose bres incorporated in PVA
matrices has also been reported.18,20,23,26,27,33–36 However, to our
knowledge the modication effect of NFC on PVA's mechanical,
thermal and optical properties has not yet been widely studied.
Using natural bres to reinforce composite structures is a
highly potential solution for reducing the dependency on
petroleum-based and non-biodegradable materials. There has
been an increasing interest in creating composite structures
from bio-based materials with superior mechanical properties.
Cellulose nanobres have already been reported to improve the
mechanical properties of polypropylene37 and polylactic
acid.38–40

In this work we introduce an effective crosslinking method
between NFC and PVA, which gives a signicant improvement
in mechanical properties of the PVA lm. The chemically
modied NFC has been used at low levels in combination with
PVA in order to produce composite lms with good optical
transparency. Epoxy-NFC was prepared from allyl-NFC by using
a similar method described in the literature.35 The morphology
and thermal properties of the NFC- and epoxy-NFC–PVA
composite lms were characterized. The novel epoxy-NFC–PVA
RSC Adv., 2014, 4, 11343–11350 | 11343



Table 1 Compositions of the NFC and epoxy-NFC reinforced PVA
filmsa

Sample code PVA (wt%) Fibre
NFC content of
PVA amount (wt%)

RSC Advances Paper
composites with enhanced mechanical performance could be
utilized in a wide range of applications e.g. packaging, wash-
away bags and coatings that require high strength properties.
Other application areas for the epoxy-NFC–PVA lms could be
among functional engineering applications.
PVA 100 — —
1% NFC–PVA 100 NFC 1
0.5% epoxy-NFC–PVA 100 Epoxy-NFC 0.5
1% epoxy-NFC–PVA* 100 Epoxy-NFC 1
1% epoxy-NFC–PVA 100 Epoxy-NFC 1
1.5% epoxy-NFC–PVA 100 Epoxy-NFC 1.5
3% epoxy-NFC–PVA 100 Epoxy-NFC 3

a * – a heat activated reference sample prepared without using a catalyst.
Experimental
Materials

Allyl glycidyl ether (99%, Sigma-Aldrich) was dried prior to use.
Hydrogen peroxide (H2O2, 35 wt% in water), sodium carbonate
(Na2CO3, 99.98%), tert-butanol (purum, $99.0%) and acetone
($99.5%) were purchased from Sigma-Aldrich and used as
received. Sodium bicarbonate (NaHCO3, Merck) and acetoni-
trile CH3CN (>99.9%, HPLC grade, Rathburn, Chemical limited,
Scotland) were used as received. Pure water (18.2 M cm, Milli-
pore) was used throughout the experiments. Polyvinyl alcohol
(Mowiol 40-88, Mw 205 000 g mol�1, 88% hydrolysed, Sigma-
Aldrich) was used as a matrix polymer for the solution casting.
1,6-Diaminohexane (purity >99%, Fluka) was used as a catalyst
to reactivate epoxy groups of NFC.

Bleached birch kra pulp was obtained from a Finnish pulp
mill (UPM-Kymmene Oyj, Finland) and used as a starting
material for production of the NFC. Nanobrillation of the birch
pulp was performed with a high pressure uidizer (Microuidics
M-110EH, Microuidics Int. Co., MA, USA) at VTT. Prior to
brillation, the never-dried kra pulp was pre-rened with a
laboratory-scale rener (Voith Labrener LR-1, Voith) reaching a
Schopper-Riegler (SR) level over 90 SR. Then the pulp was diluted
with water and passed through the uidizer six times with an
operating pressure of 1850 bars. The obtained aqueous gel-like
NFC (dry matter content approximately 2%) was solvent-
exchanged to acetone. Aer solvent-exchange, the dry-matter
content was 3–4%. The carbohydrate composition of the birch
pulp and NFC was very similar containing, 73% glucose, 26%
xylose and 1% mannose.41 In addition 0.2% of residual lignin
and 0.09% residual extractives were found from the pulp.42
Preparation of modied NFC–PVA composite lms

Allylation and epoxidation of the solvent-exchanged NFC (dry
matter content 3–4%) was performed by a similar procedure as
reported previously.35 Aqueous solutions of PVA (7 wt%) were
prepared by dissolving PVA in water at 90 �C for 2 h, and
subsequently cooling the mixture to room temperature.
Unmodied NFC and epoxy-NFC suspensions were dispersed
with different loadings in these aqueous polyvinyl alcohol
solutions (see Table 1). The mixtures were vigorously stirred
overnight in order for the polymer to penetrate into the cellu-
lose network. The epoxy groups of NFC were then reactivated
with 1,6-diaminohexane (2 wt% of epoxy-NFC amount) and
heating the suspension at 80 �C for 2 h under vigorous stirring,
and then letting the mixture to cool to room temperature.
Finally, the resulting suspensions were poured into Petri dishes
with controlled levelling, and dried at ambient temperature for
7 days until the weight was constant. The nal thicknesses of
the lms were approximately 100 mm � 10 mm. Pure NFC and
11344 | RSC Adv., 2014, 4, 11343–11350
epoxy-NFC lms were prepared from 2 wt% aqueous disper-
sions of NFC and dried at 55 �C until the weight was constant.
The thickness of these lms was approximately 20 mm.
Characterization of the NFC–PVA composite lms

Scanning electron microscopy (SEM, JEOL JSM-6360 LV) was
used to study the morphology of NFC, but also to observe the
liquid nitrogen fractured surface of the NFC–PVA lm and
modied NFC–PVA composite lms. For the SEM-imaging, NFC
water dispersion was pipetted on the carbon tape and freeze-
dried. All the samples were coated with a thin layer of gold to
avoid charging during the SEM imaging process. The SEM
images were taken at different magnications.

The thermal behaviour of pure PVA, NFC–PVA and modied
NFC–PVA lms was examined with a differential scanning
calorimeter (NETZSH 204 F1 Phoenix) in the temperature range
from 0 �C to 205 �C under nitrogen ow. The samples that
weighed between 8 and 9 mg were tested at the same heating
and cooling rates of 10 �C min�1. All the samples were held at
205 �C for 5 min to erase thermal history.

The tensile properties of the composite lms were deter-
mined by using an Instron® 4505 Universal Testing machine at
a cross-head speed of 5 mm min�1 at 25 �C. Prior to tensile
testing the composite samples were cut into rectangle 1.5 cm �
7 cm lm stripes. The lm thickness average values were
calculated from the measured thicknesses taken from ve
random positions on the lm using a micrometre. The test
specimens were equilibrated in an ambient environment for 7
days at a relative humidity of 50%. Five measurements were
performed for each composite.

Light transmittance of the NFC and epoxy-NFC–PVA lms
were observed on UV-VIS spectrometer (Shimadzu, UV-2501 PC
Series) in visible light wavelength range 190–800nmat 25 �C. The
transmittance spectra were acquired using air as background.

The water vapour permeability (WVP) of the composite lms
was determined gravimetrically using a modied ASTME-96
procedure. The sample test area was 25 cm2. Prior to testing the
composite lms were mounted on a circular aluminium dish
(H.A. Buchel V/H, A.v.d. Korput, Baarn-Holland 45M-141),
which contained water. Dishes were stored in test conditions of
23 �C and 50% relative humidity and weighed periodically until
a constant rate of weight reduction was attained. Two
This journal is © The Royal Society of Chemistry 2014
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measurements were made for each lm and the mean value is
reported.

The oxygen permeability (OP) measurements were per-
formed with an Oxygen Permeation Analyser Model 8001 (Sys-
tech Instruments Ltd. UK). The tests were carried out at 23 �C
and 50%, 70% and 90% relative humidity using circular
samples with a test area of 5 cm2 and the partial pressure of
Fig. 1 Schematic cross-linking mechanism of PVA with epoxy-NFC.

Fig. 2 SEM images of pure NFC (a), and the freeze-fractured surface of fil
NFC–PVA (d), respectively at different magnification.

This journal is © The Royal Society of Chemistry 2014
oxygen was 1 atm. Two measurements were made for each lm
and the mean value is reported.
Results and discussion
Chemical modication of NFC

The NFC was modied by allylation and subsequent epoxida-
tion as reported previously.35 The degree of substitution for the
epoxy-NFC was 0.012 as determined by using a spectrophoto-
metric assay adapted from the literature and also for compar-
ison with 13CP/MAS NMR spectroscopy.35 PVA was used as a
matrix material for the composite preparation and the reactivity
of PVA's hydroxyl groups with the epoxy groups of the cellulose
derivatives was exploited. The reaction scheme follows a stan-
dard epoxide ring-opening, where OH-group acts as a nucleo-
phile. Nucleophilic substitution tends to happen to the least
sterically hindered carbon as shown in Fig. 1.
Morphological characterization

Fig. 2 illustrates the SEM images of NFC and liquid nitrogen
fractured surface of the NFC–PVA lm and epoxy-NFC–PVA
ms: 1 wt% NFC–PVA (b), 1 wt% epoxy-NFC–PVA (c) and 1.5 wt% epoxy-

RSC Adv., 2014, 4, 11343–11350 | 11345



Fig. 4 DSC cooling scans of PVA and its composite films. The solid line
represents the first cooling scan and the dashed line represents the
second cooling scan of the samples.

Table 2 DSC results of PVA and its composite films were determined

RSC Advances Paper
lms. It can be seen that the small thread-like cellulose
bres having an average diameter of 67–133 nm, form web-like
structures and bundles (Fig. 2a). The freeze-fractured
composite lm prepared with 1 wt% chemically unmodied
NFC (Fig. 2b) showed agglomeration of the bres, indicating
the uneven dispersion in the matrix. The tensile strength of
the composite made with 1 wt% unmodied NFC was 13%
lower than that of pure PVA. The result may derive from the
formation of agglomerates and non-uniform dispersion of NFC
in the matrix as shown in Fig. 2b. In contrary, 1 wt% of surface
modied NFC appeared as white dots and were rmly
embedded in PVA (Fig. 2c). The enhanced modulus and tensile
strength of the 1 wt% epoxy-NFC–PVA lm could be explained
by the lack of agglomerates and more homogenous dispersion
of the chemically modied NFC in the matrix compared to the
unmodied NFC. As shown in Fig. 2d, the modied NFC
dispersed poorly in the PVA at higher loadings (1.5 wt%),
which led to a decline in the mechanical properties of the
composite.
from the second heating scans and first cooling scans

Sample
Tg, mid-point

(�C)
Tm
(�C)

DHm

(J g�1)
cc
(%)

Tc
(�C)

PVA 70.6 184.2 17.9 12.9 139.6
1% NFC–PVA 71.0 176.8 19.1 13.9 128.5
0.5% epoxy-NFC–PVA 70.8 177.8 21.5 15.5 140.4
1% epoxy-NFC–PVA* 71.0 180.6 24.0 17.4 142.0
1% epoxy-NFC–PVA 72.0 184.8 26.3 19.1 145.6
1.5% epoxy-NFC–PVA 71.4 184.0 25.2 18.4 141.7
3% epoxy-NFC–PVA 71.0 184.0 25.9 19.0 144.5
Thermal properties

The differential scanning calorimetry (DSC) was used to inves-
tigate the effect of unmodied and modied NFC on the
thermal and crystallization behaviour of PVA. PVA is a semi-
crystalline polymer that has strong physical inter-chain and
intra-chain interactions such as hydrogen bonds in its struc-
ture. The functional groups of NFC could form bonds with PVA
chains, and thus change the interactions between PVA chains.
This may have an effect on the glass transition temperature and
crystallization behaviour of PVA.31,43,44

Glass transition temperature (Tg), melting temperature (Tm)
and heat of fusion (DHm) of the samples were determined from
the second heating scans. The rst heating scans were excluded
from the results because they contained latent heat of water
absorbed in the samples. The crystallization temperatures (Tc)
were determined from the rst cooling scans. The rst and
second cooling scans were compared because PVA degrades
near its melting temperature.45
Fig. 3 TheDSC heating scans of PVA and its composite films. The solid
line represents the second heating scan and the dashed line represents
the third heating scan of the samples.

11346 | RSC Adv., 2014, 4, 11343–11350
The second and third heating curves of pure PVA and its
composite lms are plotted in Fig. 3. Fig. 4 represents the rst
and second cooling curve of all samples. An endothermic peak
in the range of 177 �C to 185 �C was found to be the melting
temperature for PVA (Fig. 3). Glass transition temperature of
PVA and its composite lms appeared as a shoulder around 65–
66 �C in the DSC thermograms (Fig. 3). An exothermic peak,
which appeared between 127 �C and 146 �C was detected for all
samples and chosen as the crystallization temperature (Tc) of
PVA (Fig. 4). The DSC thermograms showed that the additional
thermal treatment cycles resulted in a decrement in the melting
and crystallization temperatures. This phenomenon may result
from sample degradation.46,47

Table 2 summarizes glass transition temperature, melting
temperature, heat of fusion and crystallization temperature
values determined from the DSC thermograms as well as the
degree of crystallinity of all the samples. The degree of crystal-
linity (cc) of PVA and its composites was calculated using the
following equation

cc ¼
DHm

wDH0
m

(1)

where w is the weight fraction of PVA in the composite, DHm is
the heat of fusion at the melting point, and DH0

m is the heat of
fusion of 100% crystalline PVA, which is estimated to be 139 J
This journal is © The Royal Society of Chemistry 2014



Fig. 6 Optical properties of PVA film and composite films in the visible
light wavelength range.
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g�1 for PVA 40-88.48 The degree of crystallinity of PVA slightly
increased with the addition of unmodied NFC as shown in
Table 2. The larger increment of degree of crystallinity of PVA
was calculated with the addition of epoxy-NFC at 0.5, 1, 1.5, 3
wt% loadings. This phenomenon can be ascribed to the
nucleating ability of NFC as suggested in other studies.25,49–51

Among the NFC and epoxy-NFC–PVA composite lms, the
1 wt% epoxy-NFC–PVA sample showed the highest melting
temperature, heat of fusion, degree of crystallinity and crystalli-
zation temperature. This might result from the chemical cross-
links between NFC and PVA. The glass transition temperature of
PVA increased slightly with NFC and epoxy-NFC loadings. The
largest increase of glass transition temperature of PVA was
observed with the addition of 1 wt% epoxy-NFC. Since Tg
describes the polymer chains exibility, the increased Tg value of
1 wt% epoxy-NFC–PVA can be explained by the interactions
betweenNFCandPVA that restrict themobility of the PVA chains.

As presented in Table 2, the crystallization temperature of
PVA decreased with the addition of NFC whereas 0.5, 1, 1.5, 3
wt% epoxy-NFC loadings increased the crystallization temper-
ature of PVA. The decrease and increase of crystallization
temperature of PVA might be a consequence of several factors
such as the nucleating ability of NFC, sample degradation and
physical interactions between PVA and NFC.43,46 Studies of the
nucleating effect of nanosized materials on the crystallization
behaviour of PVA have been reported.43,44,46
Optical properties

PVA is a visible light polarizer material, which allows its use as a
raw material for polarizer lm used in liquid crystal display
(LCD) panels, lenses and optical lters.52 Fig. 5 shows the
photographs of the pure PVA lm and the PVA lms with NFC
and different epoxy-NFC contents. The ower-like patterns and
letters can be clearly seen through the pure PVA lm and its
composite lms, thus showing the lms transparency.

Light transmittance of the composite lms was observed in
the visible light wavelength range as shown in Fig. 6. The PVA
lm was transparent with nearly 92% light transmittance at
wavelength of 500 nm. The composite lm with 0.5% epoxy-
NFC showed nearly the same percentage of light transmittance
(87%) as that of a pure PVA lm. The light transmittance rate
Fig. 5 Transparency of pure PVA and its composite films with different
NFC and epoxy-NFC contents: pure PVA (A), 1% NFC–PVA (B), 0.5%
epoxy-NFC–PVA (C), 1% epoxy-NFC–PVA (D), 1.5% epoxy-NFC–PVA
(E), 3% epoxy-NFC–PVA (F). For the imaging the rectangle shape film
stripes were set on the flower-pattern substrate.

This journal is © The Royal Society of Chemistry 2014
decreased from 85%, 82%, and 76% for the composite lms
containing 1, 1.5, and 3 wt% of epoxy-NFC, respectively. The
light transmittance detected for the composite lm lled with
1% NFC was 85%. This result shows that the addition of NFC
and epoxy-NFC up to 1.5% into the PVA lm produces lms with
high visible light transmittance, whereas pure NFC and epoxy-
NFC lms had a light transmittance values of 70% and 68%,
respectively at wavelength of 500 nm (results not shown).
Tensile properties

The mechanical properties of unmodied NFC, modied NFC
lms, and the composite lms were performed by the tensile
test. Fig. 7 shows the representative stress–strain curves of the
pure NFC and epoxy-NFC lms. Stress–strain curves for the pure
PVA lm and its composite lms are plotted in Fig. 8. As seen
from Fig. 7, the pure NFC lm had a tensile strength of 122MPa,
while modied NFC formed more brittle lm and broke at a
lower strength of about 83 MPa. The tensile strain at break for
these lms was �5%. The result showed that pure NFC could
exhibit good strength as such. The obtained tensile strength
values for the pure NFC and epoxy-NFC lms were higher
compared to the reported value of NFC lm.53 The pure PVA lm
showed lower strength (38 MPa), but had substantially higher
strain than NFC and epoxy-NFC lms (Fig. 8). The reinforcing
effect of NFC in the so chain polymer matrix, like PVA, has
Fig. 7 Stress–strain representative curves of pure NFC and modified
NFC films.

RSC Adv., 2014, 4, 11343–11350 | 11347



Fig. 8 Stress–strain curves of PVA and the composite films.
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been reported.20 In this work, modied NFC was expected to
increase the strength of PVA lms through chemical cross-
linking. Unmodied NFC was used as a reference ller in the
polymer matrix.

As shown in Fig. 8, an addition of 1 wt% of unmodied NFC
decreased the tensile strength of PVA, while the strain of PVA
improved. A 97% improvement in the tensile strength of PVAwas
obtained with only 0.5 wt% epoxy-NFC loading. This composite
lmwasmore rigid than the pure PVA lm, and broke at strain of
121%. When comparing the reinforcing effect of 1 wt% epoxy-
NFC to 1 wt% unmodied NFC, it seems that the addition of
modiedNFC yielded stronger and stiffer compositelm, but the
sample broke easily when compared to the pure PVA lm. This
stress–strain behaviour of the 1 wt% epoxy-NFC–PVA lm could
be attributed to the formation of crosslinks between the epoxy
groups of NFC and the hydroxyl groups of PVA.

As the amount of NFC increased from 1 wt% to 3 wt%, the
strength of the composite lm decreased. However, even at
the two highest loadings of epoxy-NFC, the strength of the
composite lms was 134% and 68% higher, respectively, than
that of pure PVA. Epoxy-NFC at 1.5 wt% and 3 wt% loadings
made the composites more exible and the strain at break of
PVA increased by 52% and 42%, respectively.
Fig. 9 The effect of NFC and modified NFC addition on the
mechanical properties of PVA. The error bars represent �1 standard
deviation of the data.

11348 | RSC Adv., 2014, 4, 11343–11350
The favourable effect of chemically modied NFC on the
mechanical properties of PVA compared to the unmodied NFC
reinforced PVA composite are shown inFig. 9. Among theNFCand
epoxy-NFC–PVA composite lms, the highest E-modulus (4.978
GPa) and tensile strength (123 MPa) were reached with 1 wt% of
epoxy-NFC content. The result showed that the addition of 1 wt%
epoxy-NFC could improve the E-modulus of PVA by 474% and the
tensile strength by 224%. The improved modulus and strength of
the 1 wt% epoxy-NFC–PVA sample can be explained by the
increased crystallinity as determined by DSC analysis. A heat acti-
vated reference sample prepared without using a catalyst and
denoted as 1wt%epoxy-NFC–PVA* also showeda growing trend in
mechanical properties. However, the increment in E-modulus and
strengthwasnot as signicant as for the catalyst andheat activated
1 wt% epoxy-NFC–PVA sample. The result showed that the E-
modulus and tensile strength tend to level offwhen the epoxy-NFC
content was greater than 1 wt%. However, even at 1.5 wt% and 3
wt% epoxy-NFC loadings the tensile properties were much higher
when compared to pure PVA or the 1 wt% unmodied NFC–PVA
composite. At higher loadings, the reinforcing effect of NFC dis-
appearedmainly because of the poor dispersion of cellulosebrils
in the matrix polymer (Fig. 2d). The tensile strength of the
compositemade with 1 wt%unmodiedNFCwas 13% lower than
that of pure PVA, which might due to the non-uniform dispersion
of NFC in PVA. The increment in the E-modulus of PVA was 56%
following the addition of unmodied NFC, which shows that
nanocellulose has ability to enhance modulus value of PVA.

The improved mechanical performance of the epoxy-NFC–
PVA composites could be benecial in the applications that
require high strength properties including water-soluble appli-
cations such as agro-chemicals and detergents packaging,
water-soluble laundry bags and coatings. Other potential
application of the developed composites could be among elec-
tronic applications e.g. polarizer components with improved
durability, stability during processing and thinner design.
The barrier performance

The barrier performance of the NFC and epoxy-NFC–PVA lms
were measured by the water vapour permeability (WVP) and
oxygenpermeability (OP) tests (Table 3).WVPmeasures the rate at
which water vapour permeates through the composite lm of a
specic thickness at a specied temperature and relative
humidity. Similarly, OP measures the amount of oxygen gas that
passes through the specic size composite lm over a given
period. OP of all the lms was below the detection limit (<0.1 cm3

mmper m2 per day) at 50% relative humidity. Low permeation of
oxygen at dry conditions is typical for many biopolymers, but not
so easily achieved with synthetic polymers. Obtained OP values
are slightly lower as compared to polyamide, but a bit higher as
compared to ethylene vinyl alcohol copolymer (EVOH). The
permeation was strongly dependent on the humidity, and
increased signicantly at 90%relativehumidity. Thisbehaviour is
very typical for nearly all biopolymers.54 WVP of all the lms was
relatively high due to the hydrophilic character of the raw mate-
rials. NFC and epoxy-NFC reinforcement did not change the
barrier properties of PVA notably.
This journal is © The Royal Society of Chemistry 2014



Table 3 Oxygen permeability (OP) and water vapour permeability (WVP) for the NFC and epoxy-NFC films based on PVA at different relative
humidity. The data are mean values of two measurements

Sample code
OP 23 �C, 50% RH
(cm3 mm per m2 per day)

OP 23 �C, 70% RH
(cm3 mm per m2 per day)

OP 23 �C, 90% RH
(cm3 mm per m2 per day)

WVP 23 �C, 100/50% RH
(g mm per m2 per day)

PVA <0.1 1.2 45 45
1% NFC–PVA <0.1 1.4 50 50
0.5% epoxy-NFC–PVA <0.1 1.6 60 55
1% epoxy-NFC–PVA <0.1 1.5 57 52
1.5% epoxy-NFC–PVA <0.1 1.8 65 60
2% epoxy-NFC–PVA <0.1 1.4 52 56
3% epoxy-NFC–PVA <0.1 1.3 48 49

Paper RSC Advances
Conclusions

The composite lms of biodegradable PVA matrix reinforced
with NFC and epoxy-NFC were successfully prepared by the
solution casting method. The potential of using modied NFC
as ller for PVA was evaluated based on the mechanical prop-
erties of the resulting composite lms. The 1 wt% addition of
surface-functionalized NFC to the PVA matrix increased the E-
modulus and tensile strength of PVA by 474% and 224%,
respectively. However, a 1 wt% loading of epoxy-NFC made the
sample break more easily when compared to pure PVA.

The addition of unmodied NFC to PVA did not improve the
mechanical properties of PVA. Moreover, it was found that
epoxy-NFC content affected on the mechanical performance of
the composite lm. Increasing the epoxy-NFC content from
1 wt% to 3 wt% in the PVA composite resulted in a 43% lower
E-modulus value and a 48% lower tensile strength value,
respectively. Results from SEM imaging showed that the 1 wt%
epoxy-NFC formed amore uniform dispersion in the PVAmatrix
when compared to 1 wt% unmodied NFC. The better disper-
sion of the modied NFC in the PVA matrix led to improved
mechanical performance. DSC analysis showed that the highest
increment of melting temperature, heat of fusion, degree of
crystallinity and crystallization temperature of PVA was ach-
ieved with the addition of 1 wt% epoxy-NFC. This behaviour
could be explained by the interactions between the cellulose
bre surface and the adjacent PVA chains, and the nucleating
effect of cellulose bres as a result of surface functionalization
of NFC. The DSC result correlated with the mechanical perfor-
mance of the 1 wt% epoxy-NFC–PVA sample. As the amount of
crystallinity increased, the PVA chains became more tightly
packed and tensile strength and modulus of the sample
increased.
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2 L. Wågberg, G. Decher, M. Norgren, T. Lindström,
M. Ankerfors and K. Axnäs, Langmuir, 2008, 24, 784–795.

3 M. Henriksson, L. A. Berglund, P. Isaksson, T. Lindström
and T. Nishino, Biomacromolecules, 2008, 9, 1579–1585.

4 A. Dufresne, Recent Res. Dev. Macromol. Res., 1998, 3, 455–
474.

5 L. Berglund, Cellulose-based nanocomposites, in Natural
Fibres, Biopolymers and Biocomposites, ed. A. K. Mohanty,
M. Misra and L. T. Drzal, Taylor & Francis, Boca Raton,
2005, pp. 807–832.

6 M. A. Azizi Samir, F. Alloin and A. Dufresne,
Biomacromolecules, 2005, 6, 612–626.

7 S. Kamel, eXPRESS Polym. Lett., 2007, 1, 546–575.
8 A. Dufresne, Can. J. Chem., 2008, 86, 484–494.
9 M. Hubbe, O. J. Rojas, L. A. Lucia and M. Sain, BioResources,
2008, 3, 929–980.

10 M. Nogi, S. Iwamoto, A. N. Nakagaito and H. Yano, Adv.
Mater., 2009, 20, 1–4.

11 T. Ebeling, M. Paillet, R. Borsali, O. Diat, A. Dufresne,
J. Y. Cavaille and H. Chanzy, Langmuir, 2009, 15, 6123–6126.

12 A. N. Nakagaito, A. Fujimura, T. Sakai, Y. Hama and H. Yano,
Compos. Sci. Technol., 2009, 69, 1293–1297.

13 S. Fakirov, D. Bhattacharyya and R. J. Shields, Colloids Surf.,
A, 2008, 313–314, 2–8.

14 A. N. Nakagaito and H. Yano, Cellulose, 2008, 15, 555–559.
15 H. Fukuzumi, T. Saito, T. Iwata, Y. Kumamoto and A. Isogai,

Biomacromolecules, 2009, 10, 162–165.
16 K. Syverud and P. Stenius, Cellulose, 2009, 16, 75–85.
17 C. Aulin, S. Ahola, P. Josefsson, T. Nishino, Y. Hirose and
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